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Test Report

LUDAVI, INC.

13484 HOLIDAY DRIVE, SARATOGA, CA 95070, U.S.A.

MRS Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on

behalf of the applicant as) :

EH AP (Sample Submitted By)
5 ¢ #(Sample Description)
&1t 7 (Sample Material)

f A B (Country of Origin)

Jz ¢ p #p (Sample Receiving Date)

R:E P (Testing Period)

X W%EF L2 (LUDAVI INTERNATIONAL CORP.)
LUDAVI WATER BOTTLE SILICONECLUDAVI #F% -k#g#” %)
# % (SILICONE)
=& (TAIWAN)

2016/06/28
2016/06/28 TO 2016/07/13

B2 £ (Test Requested)

PR % % (Test Results)

BT S AT FFAMN2005E90 19 228 5 B 52 4k (LFOB) ¥ 304 2 %
3lig 2z Hi237% ~ BfR recommendation:it {7 Rl3&. RIREA P 4 RREEE S A1, (As
specified by client, the sample(s) was/were tested w1th reference to German
Food, Articles of Daily Use and Feed Code of September 1, 2005 (LFGB), Section
30 & 31 with amendments, BfR recommendation. Please refer to result table for
testing item(s).)

-
T
3T

# +8 7T - F (Please refer to next pages).
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P2 % (Test Results)

#l5EF% = (PART NAME)No. 1 o 2P e (TRANSLUCENT SILICONE)

i 1§ (PASS

BIZRIE P ¥ BRI q};ﬁ%ﬁ;ﬁd
(Test Items) (Unit) (Method) QUDL)

3
(Result)

No. 1

g
(Limit)

FALE 3 4 (100C, 20 mF) / % %+ 61. Mitteilung {iber die 0.1
Volatile organic matter (VOM) Untersuchung von Kunststoffen
(100°C, 2 hours) » Bundesgesundheitsbl
46(2003) 362 / With reference
to 61. Mitteilung iber die
Untersuchung von Kunststoffen
» Bundesgesundheitsbl
46(2003) 362.

n.d.

0.5

# 3z (Note) :
1. % = percentage of weight by weight
2. n.d. = Not Detected (A 1)
3. MDL = Method Detection Limit (= ;% ffpl4&*2iE)
4. C = degree Celsius (¥ EA)
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X BY Y doy BEEERT 0 REATFFRERAZES/NE X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k 4g 2 2 & (End of Report) *x
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