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316 Stainless steel

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
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Chemical Composition Analysis:

Test Method: C,S: GB/T 20123-2006(Method A) (C/S Analyzer)
N: GB/T 20124-2006(O/N Analyzer)
Others: SN/T 2718-2010(ICP-QES)

Element C Si Mn P S Cr Ni Mo N Con.

16.0~ | 10.0~ | 2.00~
Req.,% | <0.08 | <0.75 | <2.00 | =<0.045 | =0.030 <0.10 s

18.0 14.0 3.00

Result ,% 0.021 0.59 1.36 | 0.028 | 0.003 | 16.55 | 10.01 2.10 | 0.012 | Pass

Note: The results comply with the requirement of ASTM A240/A240M-16 type316.
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